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1475 East Woodfield Road, Suite 600
Schaumburg, IL 80173

Phone: (847) 605-9600

Fax: (847) 605-9610

Illinois Department v Page 1 of 1
of Transportation SOIL BORING LOG
:%rg;ammmgnwy; ) Pate 216102
ROUTE FAP 785 DESCRIPTION IL 140 over Creek LOGGED BY ___Larry Ford
SECTION 137-1BR LOCATION SE 1/4, SEC. 9, TWP. 5N, RNG. 5V, 3 PM
COUNTY ___ Madison ____ DRILLING METHOD Hollow Stemn Auger HAMMER TYPE - 140% Automatic___
STRUCT.NO. 0602008 | D} B | U I M lgygace Water Elev. 5652 f& |(P| B | UM
Stafion 1368+90 El L | C | O\ streamBedElev. 5534 it ElLjC1 0
PO S| I E— plo}] s |t
BORING NO. #W.Sde | TIW $ || Groundwater Elev.: T W S
Station 1368455 H! S | Qu| T || FirstEncounter __ DryHole &t |H| S j@u | T
Offset 15.00f LT CL y Upon Cc ion ft i
Ground Surface Elev.  564.60 __ ft |{ft}| (6"} | (tsf) | (%} || After Hrs, ft | ()] U6} (ts) | (%)
n Gray Clay LOAM {continued) 20 | 58
Brown and Gray Silty Clay LOAM 25 |85 9
(Fil) 1
2 1 18
3107 92173
4 |8M0]| 26 T 23 ismol 10
5 2 = 14
2 107 B TV
11 |8 25 129 |8M0| 9
RS - ;. ¥\ .
Gray Silty Clay LOAM with e 44
Organics 2 |1 04 _ 20 | 64
556.2. 1 {8/10} 30 T 28 [8/15] 9
Brown and Gray Clay LOAM T ]
0] 3 ol T
T8 |13 54
T 5 IsA0] 19 5337 21 |8/15] 10
B End of Boring ....._.W
iy -
4114
4 sM0} 22 ]
a5 2 el
708 .
2 |8M5| 26 -
e e e e e e e DABZ -
Gray Loamy SAND 4 -
See Gradation @ 175 f 548.7 g 14 1 -
— s [N 0 -
Gray Clay LOAM T as ]
| 85 | B
12 | 0

The Unconfined Compressive Strength (UCS) Failure Mode is indicated by (B-Bulge, S-Shear, P-Penetrometer)
The SPT (N value) is the sum of the last two blow values in each sampling zone (AASHTO T206)

BBS, from 137 (Rev. 8-99)
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Bivision of Highnways Date __3/18/02
ROUTE ___FAP785___ DESCRIPTION 1L 140 over Creek LOGGED BY __LanyFord
SECTION __ 137-1BR_ LOCATION _SE 1/4, SEC. 9, TWP. 5N, RNG. 5W, 3 PM
COUNTY Madison __ DRILLING METHOD Hollow Stem Auger HAMMER TYPE 140# Automatic
STRUCT. NO, __ DI B | U | M lsyface WaterElev. 5852 ft |D| B U | M
Staton E| L |C| O streamBedElev. 5534 #t |E| L C1O
plo|s |1 PO s |1
BORINGNO. ____ #2F.End T|wW S || Groundwater Eley.: Tiw S
Station 1369+45 H! S [ Qu! T ! FistEncounter 6502 # ¥ H| & jQu} 7
Offset 15.00ft RT CL . Upon Completi ft ,
Ground Surface Elev. 5652 ft (0| (67| {s) | (%) || Afer ___ Hrs. @t |@|U6) (s (%)
Brown and Gray Clay LOAM 11582
Gray Slity Clay LOAM (Filly {continued) 28 {SM5] 9
20 7 10
7108 BEIEEE
3 |s/io] 26 T 22 |8/18) 9
58 | T
T3 |09 §157
5 {S/15] 25 121 |8M5] 9
5582 -
3 - 10
Gray Silty CLAY 4 14 | 5.2
6 |sM5| 22 T 20 |sns | 1
a0l 1 3 10
RENE: 13748
554.2 5 |8M10] 23 534.2 17 {8715 10
Brown and Gray Clay LOAM B End of Boring -
g -
37186 ]
4 [SM0] 21 -
550.2 W1s] 0 35|
Gray Sandy GRAVEL 549.7 2 22 R
T E] NC } 23 _—
Brown and Gray Clay LOAM - 0.8 N
| s -
——. 6 - o
8 137 "
"""" 13 15M0| "“:
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The Unconfined Compressive Strength (UCS) Failure Mode Is indicated by (B-Bulge, 8-Shear, P-Penetrometer)
The SPT (N value) is the sum of the last two blow values in each sampling zone (AASHTO 7208)

BBS, from 137 (Rev. 8-99)
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